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Figure 1: Spectra of Na2MoO4 recorded using a laser power of 250mW, 1cm-1 resolution,
five scans and sample temperatures of: (a) 20°C, (b) 40°C, (c) 55°C, (d) 70°C and (e) 80°C.


